
Jennings County, Indiana                                                                      04/17/2002
Table H.--Engineering Index Properties

(Absence of an entry indicates that the data were not estimated.)
________________________________________________________________________________________________________________________
                 |       |                 |     Classification      |  Fragments  |    Percentage passing     |      |
   Map symbol    | Depth | USDA texture    |_________________________|_____________|      sieve number--       |Liquid| Plas-
  and soil name  |       |                 |             |           | >10  | 3-10 |___________________________|limit |ticity
                 |       |                 |   Unified   |  AASHTO   |inches|inches|  4   |  10  |  40  | 200  |      |index
_________________|_______|_________________|_____________|___________|______|______|______|______|______|______|______|_________
                 |  In   |                 |             |           | Pct  | Pct  |      |      |      |      | Pct  |
                 |       |                 |             |           |      |      |      |      |      |      |      |
AddA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Avonburg--------|  0-11 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-90 |23-40 |   3-15
                 | 11-21 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-85 |23-40 |   3-15
                 | 21-37 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|85-90 |25-45 |   5-20
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 37-52 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  |95-100|90-95 |75-85 |25-45 |   5-20
                 |       | clay loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 52-83 |Silt loam--------|CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  |95-100|90-95 |70-80 |25-45 |   5-20
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 | 83-90 |Clay loam--------|CL           |A-6, A-7-6 | 0-1  | 0-1  |90-100|85-95 |70-90 |55-70 |36-48 |  15-25
                 |       |                 |             |           |      |      |      |      |      |      |      |
AddB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Avonburg--------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-90 |23-40 |   3-15
                 |  7-16 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-85 |23-40 |   3-15
                 | 16-32 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|85-90 |25-45 |   5-20
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 32-42 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  |95-100|90-95 |75-85 |25-45 |   5-20
                 |       | clay loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 42-63 |Silt loam--------|CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  |95-100|90-95 |70-80 |25-45 |   5-20
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 | 63-80 |Clay loam--------|CL           |A-6, A-7-6 | 0-1  | 0-1  |90-100|85-95 |70-90 |55-70 |36-48 |  15-25
                 |       |                 |             |           |      |      |      |      |      |      |      |
BbhA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Bartle----------|  0-11 |Silt loam--------|CL-ML, ML    |A-4        |   0  |   0  | 100  | 100  |90-100|80-95 |18-24 |   3-7
                 | 11-17 |Silt loam--------|CL, CL-ML, ML|A-4        |   0  |   0  | 100  | 100  |90-100|80-95 |20-26 |   3-8
                 | 17-30 |Silty clay loam, |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |24-38 |   7-14
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 30-55 |Silt loam, silty |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |24-38 |   7-14
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 55-80 |Silt loam, loam, |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |85-100|60-95 |24-38 |   7-14
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
BodAH:           |       |                 |             |           |      |      |      |      |      |      |      |
 Bonnie----------|  0-9  |Silt loam--------|CL           |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|90-100|27-34 |   8-12
                 |  9-31 |Silt loam--------|CL           |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|90-100|27-34 |   8-12
                 | 31-60 |Silt loam, silty |CL           |A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-100|25-39 |   8-15
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
CkkB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Cincinnati------|  0-8  |Silt loam--------|CL-ML, CL, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
                 |  8-31 |Silt loam, silty |CL, CL-ML    |A-7-6, A-4,|   0  |   0  | 100  | 100  |90-100|80-95 |24-45 |   5-25
                 |       | clay loam.      |             | A-6       |      |      |      |      |      |      |      |
                 | 31-72 |Silt loam, loam--|CL           |A-4, A-6   |   0  |   0  |98-100|95-100|85-95 |55-85 |24-44 |   8-25
                 | 72-80 |Clay loam, loam--|CL           |A-4, A-6,  |   0  | 0-2  |90-100|85-95 |70-90 |55-70 |25-50 |   8-30
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
CkkC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Cincinnati,     |  0-8  |Silt loam--------|CL-ML, CL, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
  eroded---------|       |                 |             |           |      |      |      |      |      |      |      |
                 |  8-24 |Silt loam, silty |CL, CL-ML    |A-7-6, A-4,|   0  |   0  | 100  | 100  |90-100|80-95 |24-45 |   5-25
                 |       | clay loam.      |             | A-6       |      |      |      |      |      |      |      |
                 | 24-74 |Silt loam, loam--|CL           |A-4, A-6   |   0  |   0  |98-100|95-100|85-95 |55-85 |24-44 |   8-25
                 | 74-80 |Clay loam, loam--|CL           |A-6, A-7-6,|   0  | 0-2  |90-100|85-95 |70-90 |55-70 |25-50 |   8-30
                 |       |                 |             | A-4       |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
CkkC3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Cincinnati------|  0-5  |Silt loam--------|CL-ML, CL, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
                 |  5-14 |Silt loam, silty |CL, CL-ML    |A-7-6, A-4,|   0  |   0  | 100  | 100  |90-100|80-95 |24-45 |   5-25
                 |       | clay loam.      |             | A-6       |      |      |      |      |      |      |      |
                 | 14-35 |Silt loam, loam--|CL           |A-4, A-6   |   0  |   0  |98-100|95-100|85-95 |55-85 |24-40 |   8-24
                 | 35-78 |Clay loam, loam--|CL           |A-4, A-6,  |   0  | 0-2  |90-100|85-95 |70-90 |55-70 |25-50 |   5-30
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 | 78-84 |Loam, clay loam--|CL, CL-ML    |A-4, A-6   |   0  | 0-2  |95-100|90-95 |75-90 |55-70 |19-40 |   4-20
                 |       |                 |             |           |      |      |      |      |      |      |      |
CkkD2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Cincinnati------|  0-8  |Silt loam--------|CL-ML, CL, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
                 |  8-24 |Silt loam, silty |CL, CL-ML    |A-7-6, A-4,|   0  |   0  | 100  | 100  |90-100|80-95 |24-45 |   5-25
                 |       | clay loam.      |             | A-6       |      |      |      |      |      |      |      |
                 | 24-74 |Silt loam, loam--|CL           |A-4, A-6   |   0  |   0  |98-100|95-100|85-95 |55-85 |24-44 |   8-25
                 | 74-80 |Clay loam, loam--|CL           |A-6, A-7-6,|   0  | 0-2  |90-100|85-95 |70-90 |55-70 |25-50 |   8-30
                 |       |                 |             | A-4       |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
CkkD3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Cincinnati------|  0-5  |Silt loam--------|CL-ML, CL, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
                 |  5-14 |Silt loam, silty |CL, CL-ML    |A-7-6, A-4,|   0  |   0  | 100  | 100  |90-100|80-95 |24-45 |   5-25
                 |       | clay loam.      |             | A-6       |      |      |      |      |      |      |      |
                 | 14-35 |Silt loam, loam--|CL           |A-4, A-6   |   0  |   0  |98-100|95-100|85-95 |55-85 |24-40 |   8-24
                 | 35-78 |Clay loam, loam--|CL           |A-4, A-6,  |   0  | 0-2  |90-100|85-95 |70-90 |55-70 |25-50 |   5-30
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 | 78-84 |Loam, clay loam--|CL, CL-ML    |A-4, A-6   |   0  | 0-2  |95-100|90-95 |75-90 |55-70 |19-40 |   4-20
                 |       |                 |             |           |      |      |      |      |      |      |      |
CklC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Cincinnati------|  0-8  |Silt loam--------|CL-ML, CL, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15



                 |  8-24 |Silt loam, silty |CL, CL-ML    |A-7-6, A-4,|   0  |   0  | 100  | 100  |90-100|80-95 |24-45 |   5-25
                 |       | clay loam.      |             | A-6       |      |      |      |      |      |      |      |
                 | 24-74 |Silt loam, loam--|CL           |A-4, A-6   |   0  |   0  |98-100|95-100|85-95 |55-85 |24-44 |   8-25
                 | 74-80 |Clay loam, loam--|CL           |A-6, A-7-6,|   0  | 0-2  |90-100|85-95 |70-90 |55-70 |25-50 |   8-30
                 |       |                 |             | A-4       |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
 Nabb------------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
                 |  7-13 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
                 | 13-33 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|80-90 |25-45 |   5-25
                 |       | clay loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 33-71 |Silt loam, silty |CL, CL-ML    |A-6, A-7-6,|   0  |   0  |98-100|95-100|90-95 |70-85 |25-45 |   5-20
                 |       | clay loam.      |             | A-4       |      |      |      |      |      |      |      |
                 | 71-80 |Clay loam, loam--|CL           |A-4, A-6,  | 0-1  | 0-1  |90-100|85-95 |70-90 |55-70 |25-50 |   8-30
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
ClfA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Cobbsfork-------|  0-12 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-90 |23-40 |   3-15
                 | 12-27 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-90 |23-40 |   3-16
                 | 27-38 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|80-90 |25-45 |   5-20
                 |       | clay loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 38-50 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  |95-100|90-100|80-90 |25-45 |   5-20
                 |       | clay loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 50-85 |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  |95-100|90-100|75-90 |25-40 |   5-20
                 | 85-90 |Clay loam--------|CL           |A-6, A-7-6 |   0  |   0  |90-100|85-95 |70-90 |55-70 |28-50 |  10-30
                 |       |                 |             |           |      |      |      |      |      |      |      |
CrbF:            |       |                 |             |           |      |      |      |      |      |      |      |
 Corydon---------|  0-5  |Flaggy silty clay|CH, CL, ML   |A-4, A-6,  |10-40 |10-40 |85-95 |85-95 |75-95 |60-95 |30-55 |   5-30
                 |       | loam.           |             | A-7-6     |      |      |      |      |      |      |      |
                 |  5-17 |Silty clay loam, |CH, CL       |A-7        | 0-30 | 0-40 |85-95 |85-95 |80-95 |70-95 |40-75 |  20-46
                 |       | clay, very      |             |           |      |      |      |      |      |      |      |
                 |       | flaggy silty    |             |           |      |      |      |      |      |      |      |
                 |       | clay.           |             |           |      |      |      |      |      |      |      |
                 | 17-27 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
 Rock outcrop----|   --- |      ---        |     ---     |     ---   | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
CxdA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Cyclone---------|  0-17 |Silty clay loam--|CL           |A-6        |   0  |   0  | 100  | 100  |90-100|75-95 |25-40 |  15-20
                 | 17-52 |Silty clay loam--|CL           |A-6, A-7-6 |   0  |   0  | 100  | 100  |90-100|80-95 |35-55 |  15-40
                 | 52-58 |Silty clay loam--|CL           |A-6, A-7-6 |   0  |   0  |92-100|85-100|85-100|80-90 |35-55 |  15-40
                 | 58-65 |Loam-------------|CL, CL-ML    |A-4, A-6   |   0  | 0-1  |91-100|85-100|75-95 |55-70 |20-40 |   5-20
                 | 65-80 |Loam, fine sandy |CL, CL-ML,   |A-4, A-6   | 0-1  | 0-3  |90-100|85-98 |75-90 |40-70 |15-30 |   3-15
                 |       | loam.           | ML, SC      |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
EdcAH:           |       |                 |             |           |      |      |      |      |      |      |      |
 Eel-------------|  0-13 |Silt loam--------|CL-ML, ML, CL|A-4        |   0  |   0  |98-100|95-100|85-100|65-90 |18-30 |   2-10
                 | 13-44 |Silt loam, loam--|CL, CL-ML, ML|A-4        |   0  |   0  |98-100|95-100|80-95 |60-85 |18-28 |   2-9
                 | 44-60 |Silt loam, loam, |CL, ML, SC,  |A-4        |   0  |   0  |90-100|80-100|50-95 |25-85 |16-28 |   3-9
                 |       | sandy loam.     | SM          |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
EepA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Elkinsville-----|  0-10 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-95 |22-40 |   2-15
                 | 10-24 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-95 |25-50 |   5-28
                 |       | clay loam.      |             | A-7       |      |      |      |      |      |      |      |
                 | 24-55 |Loam, clay loam, |CL, CL-ML,   |A-4, A-6   |   0  |   0  |95-100|90-100|70-100|35-80 |24-38 |   7-14
                 |       | sandy clay loam.| SC, SC-SM   |           |      |      |      |      |      |      |      |
                 | 55-80 |Loam, sandy loam,|CL, CL-ML,   |A-2-4, A-2-|   0  |   0  |95-100|90-100|55-100|25-80 |22-35 |   5-12
                 |       | clay loam, sandy| SC, SC-SM   | 6, A-4, A-|      |      |      |      |      |      |      |
                 |       | clay loam.      |             | 6         |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
EepB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Elkinsville-----|  0-10 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-95 |22-40 |   2-15
                 | 10-24 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-95 |25-50 |   5-28
                 |       | clay loam.      |             | A-7       |      |      |      |      |      |      |      |
                 | 24-55 |Loam, clay loam, |CL, CL-ML,   |A-4, A-6   |   0  |   0  |95-100|90-100|70-100|35-80 |24-38 |   7-14
                 |       | sandy clay loam.| SC, SC-SM   |           |      |      |      |      |      |      |      |
                 | 55-80 |Loam, sandy loam,|CL, CL-ML,   |A-2-4, A-2-|   0  |   0  |95-100|90-100|55-100|25-80 |22-35 |   5-12
                 |       | clay loam, sandy| SC, SC-SM   | 6, A-4, A-|      |      |      |      |      |      |      |
                 |       | clay loam.      |             | 6         |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
EepC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Elkinsville-----|  0-10 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-95 |22-40 |   2-15
                 | 10-24 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-95 |25-50 |   5-28
                 |       | clay loam.      |             | A-7       |      |      |      |      |      |      |      |
                 | 24-55 |Loam, clay loam, |CL, CL-ML,   |A-4, A-6   |   0  |   0  |95-100|90-100|70-100|35-80 |24-38 |   7-14
                 |       | sandy clay loam.| SC, SC-SM   |           |      |      |      |      |      |      |      |
                 | 55-80 |Loam, sandy loam,|CL, CL-ML,   |A-2-4, A-2-|   0  |   0  |95-100|90-100|55-100|25-80 |22-35 |   5-12
                 |       | clay loam, sandy| SC, SC-SM   | 6, A-4, A-|      |      |      |      |      |      |      |
                 |       | clay loam.      |             | 6         |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
FdbA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Fincastle-------|  0-10 |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  |98-100|90-100|75-94 |20-35 |   4-14
                 | 10-13 |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  |98-100|90-100|75-94 |20-35 |   4-14
                 | 13-27 |Silty clay loam, |CH, CL       |A-6, A-7,  |   0  |   0  | 100  |98-100|90-100|75-94 |35-55 |  15-35
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 27-50 |Clay loam, loam--|CL           |A-6, A-7   |   0  | 0-2  |92-100|85-100|80-95 |55-80 |30-50 |  10-30
                 | 50-59 |Loam, clay loam--|CL, CL-ML    |A-4, A-6   |   0  | 0-2  |90-100|85-100|65-95 |45-80 |20-50 |   3-30
                 | 59-80 |Loam, fine sandy |CL, CL-ML,   |A-4, A-6   | 0-1  | 0-5  |90-100|80-95 |65-90 |45-70 |15-30 |   3-15
                 |       | loam.           | SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
FdmB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Fincastle-------|  0-12 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  |98-100|90-100|75-93 |25-35 |   3-14
                 | 12-28 |Silty clay loam, |CH, CL       |A-6, A-7   |   0  |   0  | 100  |98-100|90-100|85-95 |35-55 |  15-35
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |



                 | 28-48 |Clay loam, loam, |CL           |A-6, A-7   |   0  | 0-3  |98-100|90-98 |85-95 |65-85 |25-48 |   8-30
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 48-60 |Loam, fine sandy |CL, CL-ML,   |A-4, A-6   | 0-1  | 0-3  |90-100|85-98 |75-90 |45-70 |15-30 |   4-15
                 |       | loam.           | SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
 Russell---------|  0-9  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  |98-100|90-100|75-95 |25-35 |   2-14
                 |  9-24 |Silty clay loam, |CH, CL       |A-6, A-7-6 |   0  |   0  | 100  |98-100|90-100|85-95 |38-56 |  20-32
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 24-53 |Clay loam, loam--|CL           |A-6, A-7   |   0  | 0-1  |98-100|90-98 |85-95 |65-85 |32-50 |  12-30
                 | 53-60 |Loam, fine sandy |CL, CL-ML,   |A-4, A-6   | 0-1  | 0-3  |90-100|85-98 |75-90 |45-70 |15-30 |   4-15
                 |       | loam.           | SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
GccAH:           |       |                 |             |           |      |      |      |      |      |      |      |
 Genesee---------|  0-12 |Loam-------------|CL, ML       |A-4, A-6   |   0  |   0  | 100  | 100  |90-100|55-80 |24-35 |   3-15
                 | 12-36 |Silt loam, loam--|CL, ML       |A-6, A-4   |   0  |   0  | 100  | 100  |90-100|55-80 |24-35 |   3-15
                 | 36-60 |Stratified fine  |CL, ML, SC,  |A-2-4, A-4,|   0  |   0  | 100  | 100  |85-100|30-80 |20-30 |   3-11
                 |       | sandy loam to   | SM          | A-6       |      |      |      |      |      |      |      |
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
GmcC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Grayford--------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  |98-100|95-100|85-95 |22-38 |   2-14
                 |  7-24 |Silty clay loam, |CL, CL-ML    |A-6        |   0  |   0  | 100  |98-100|95-100|85-95 |25-40 |   4-20
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 24-72 |Clay loam, silty |CL           |A-6, A-7   |   0  | 0-1  |90-100|85-98 |70-95 |55-85 |34-44 |  14-22
                 |       | clay loam, loam,|             |           |      |      |      |      |      |      |      |
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 72-79 |Clay, silty clay,|CH, CL       |A-6, A-7   |   0  | 0-10 |80-95 |75-90 |75-90 |70-85 |40-60 |  20-38
                 |       | gravelly clay.  |             |           |      |      |      |      |      |      |      |
                 | 79-80 |Unweathered      |             |           |   0  | ---  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
GmcC3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Grayford--------|  0-3  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  |98-100|95-100|85-95 |24-40 |   3-16
                 |  3-20 |Silty clay loam, |CL, CL-ML    |A-6        |   0  |   0  | 100  |98-100|95-100|85-95 |25-40 |   4-20
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 20-64 |Clay loam, silty |CL           |A-6, A-7   |   0  | 0-1  |90-100|85-98 |70-95 |55-85 |34-44 |  14-22
                 |       | clay loam, loam,|             |           |      |      |      |      |      |      |      |
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 64-71 |Clay, silty clay,|CH, CL       |A-6, A-7   |   0  | 0-10 |80-95 |75-90 |75-90 |70-85 |40-60 |  20-38
                 |       | gravelly clay.  |             |           |      |      |      |      |      |      |      |
                 | 79-80 |Unweathered      |             |           |   0  | ---  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
GmcD2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Grayford--------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  |98-100|95-100|85-95 |22-38 |   3-14
                 |  7-18 |Silty clay loam, |CL, CL-ML    |A-6        |   0  |   0  | 100  |98-100|95-100|85-95 |25-40 |   4-20
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 18-42 |Clay loam, silty |CL           |A-6, A-7   |   0  | 0-1  |90-100|85-98 |70-95 |55-85 |34-44 |  14-22
                 |       | clay loam, loam,|             |           |      |      |      |      |      |      |      |
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 42-58 |Clay, silty clay,|CH, CL       |A-6, A-7   |   0  | 0-10 |80-95 |75-90 |75-90 |70-85 |40-60 |  20-38
                 |       | gravelly clay.  |             |           |      |      |      |      |      |      |      |
                 | 79-80 |Unweathered      |             |           |   0  | ---  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
GmcD3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Grayford--------|  0-3  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  |98-100|95-100|85-95 |23-40 |   3-16
                 |  3-16 |Silty clay loam, |CL, CL-ML    |A-6        |   0  |   0  | 100  |98-100|95-100|85-95 |26-40 |   6-20
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 16-38 |Clay loam, silty |CL           |A-6, A-7   |   0  | 0-1  |90-100|85-98 |70-95 |55-85 |34-44 |  14-22
                 |       | clay loam, loam,|             |           |      |      |      |      |      |      |      |
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 38-52 |Clay, silty clay,|CH, CL       |A-6, A-7   |   0  | 0-10 |80-95 |75-90 |75-90 |70-85 |40-60 |  20-38
                 |       | gravelly clay.  |             |           |      |      |      |      |      |      |      |
                 | 79-80 |Unweathered      |             |           |   0  | ---  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
GufE2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Grayford--------|  0-8  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  |98-100|95-100|85-95 |22-38 |   3-14
                 |  8-18 |Silty clay loam, |CL, CL-ML    |A-6        |   0  |   0  | 100  |98-100|95-100|85-95 |26-40 |   6-20
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 18-45 |Clay loam, silty |CL           |A-6, A-7   |   0  | 0-1  |90-100|85-98 |70-95 |55-85 |34-44 |  14-22
                 |       | clay loam, loam,|             |           |      |      |      |      |      |      |      |
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 45-52 |Clay, silty clay,|CH, CL       |A-6, A-7   |   0  | 0-10 |80-95 |75-90 |75-90 |70-85 |40-60 |  20-38
                 |       | gravelly clay.  |             |           |      |      |      |      |      |      |      |
                 | 79-80 |Unweathered      |             |           |   0  | ---  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
 Corydon---------|  0-8  |Silt loam--------|CL           |A-6        | 1-5  | 1-5  |90-100|85-98 |80-95 |60-85 |32-37 |  13-16
                 |  8-18 |Silty clay, clay.|CH, CL       |A-7        | 1-5  | 1-5  |90-100|85-98 |80-95 |75-95 |48-66 |  25-39
                 | 18-22 |Unweathered      |             |           |   0  | ---  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Gxb:             |       |                 |             |           |      |      |      |      |      |      |      |
 Gullied land----|   --- |      ---        |     ---     |     ---   | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
HcgAH:           |       |                 |             |           |      |      |      |      |      |      |      |
 Haymond---------|  0-10 |Silt loam--------|CL, CL-ML, ML|A-4        |   0  |   0  | 100  | 100  |90-100|85-100|20-30 |   3-10
                 | 10-44 |Silt loam--------|CL, CL-ML, ML|A-4        |   0  |   0  | 100  | 100  |90-100|80-100|20-30 |   3-10
                 | 44-60 |Stratified silt  |CL, ML, SC,  |A-4, A-6   |   0  |   0  |95-100|90-100|65-100|35-90 |15-35 |   2-15
                 |       | loam to sandy   | SM, CL-ML   |           |      |      |      |      |      |      |      |
                 |       | loam to loam.   |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
HeeE2:           |       |                 |             |           |      |      |      |      |      |      |      |



 Hickory---------|  0-11 |Loam-------------|CL, CL-ML, ML|A-4, A-6   |   0  | 0-5  |95-100|90-100|75-100|55-100|20-35 |   3-15
                 | 11-39 |Clay loam, loam--|CL           |A-6, A-7   | 0-1  | 0-5  |90-100|85-100|70-95 |50-80 |24-50 |   8-30
                 | 39-45 |Loam, clay loam--|CL, CL-ML,   |A-4, A-6   | 0-1  | 0-5  |90-100|80-95 |70-95 |45-75 |20-40 |   5-20
                 |       |                 | SC, SC-SM   |           |      |      |      |      |      |      |      |
                 | 45-60 |Loam, sandy loam,|CL, CL-ML,   |A-2, A-4,  | 0-1  | 0-5  |90-100|80-95 |50-95 |30-75 |20-40 |   5-20
                 |       | clay loam.      | SC, SC-SM   | A-6       |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
HeeG:            |       |                 |             |           |      |      |      |      |      |      |      |
 Hickory---------|  0-11 |Loam-------------|CL, CL-ML, ML|A-4, A-6   |   0  | 0-5  |95-100|90-100|75-100|55-100|20-35 |   3-15
                 | 11-39 |Clay loam, loam--|CL           |A-6, A-7   | 0-1  | 0-5  |90-100|85-100|70-95 |50-80 |24-50 |   8-30
                 | 39-45 |Loam, clay loam--|CL, CL-ML,   |A-4, A-6   | 0-1  | 0-5  |90-100|80-95 |70-95 |45-75 |20-40 |   5-20
                 |       |                 | SC, SC-SM   |           |      |      |      |      |      |      |      |
                 | 45-60 |Loam, sandy loam,|CL, CL-ML,   |A-2, A-4,  | 0-1  | 0-5  |90-100|80-95 |50-95 |30-75 |20-40 |   5-20
                 |       | clay loam.      | SC, SC-SM   | A-6       |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
JaeB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Jennings--------|  0-9  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|85-95 |22-40 |   3-15
                 |  9-27 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|85-95 |25-50 |   5-28
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 27-38 |Silt loam, loam, |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  |95-100|80-95 |60-85 |25-40 |   5-20
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 38-73 |Clay loam, silty |CL           |A-6, A-7-6 |   0  |   0  |90-100|85-98 |75-95 |60-85 |30-50 |  12-30
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 73-77 |Very parachannery|CL           |A-6, A-7-6 |   0  |   0  | 100  |98-100|95-100|85-100|38-50 |  16-22
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | extremely       |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 77-87 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
JaeC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Jennings--------|  0-9  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|70-90 |23-40 |   3-15
                 |  9-27 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-90 |25-50 |   5-28
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 27-38 |Silt loam, loam, |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  |95-100|80-95 |60-85 |25-40 |   5-20
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 38-73 |Clay loam, silty |CL           |A-6, A-7-6 |   0  |   0  |90-100|85-98 |75-95 |60-85 |30-50 |  12-30
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 73-77 |Very parachannery|CL           |A-6, A-7-6 |   0  |   0  | 100  |98-100|95-100|85-100|38-50 |  16-22
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | extremely       |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 77-87 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
JaeC3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Jennings--------|  0-3  |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |90-100|70-90 |25-40 |   5-15
                 |  3-17 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-90 |25-50 |   5-28
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 17-30 |Silt loam, loam, |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  |95-100|80-95 |60-85 |25-40 |   5-20
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 30-69 |Clay loam, silty |CL           |A-6, A-7-6 |   0  |   0  |90-100|85-98 |75-95 |60-85 |30-50 |  12-30
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 69-75 |Very parachannery|CL           |A-6, A-7-6 |   0  |   0  | 100  |98-100|95-100|85-100|38-50 |  16-22
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | extremely       |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 75-85 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
JaeD2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Jennings--------|  0-9  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|70-90 |23-40 |   3-15
                 |  9-27 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-90 |25-50 |   5-28
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 27-38 |Silt loam, loam, |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  |95-100|80-95 |60-85 |25-40 |   5-20
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 38-73 |Clay loam, silty |CL           |A-6, A-7-6 |   0  |   0  |90-100|85-98 |75-95 |60-85 |30-50 |  12-30
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 73-77 |Very parachannery|CL           |A-6, A-7-6 |   0  |   0  | 100  |98-100|95-100|85-100|38-50 |  16-22
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | extremely       |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 77-87 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
JaeD3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Jennings--------|  0-3  |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |90-100|70-90 |25-40 |   5-15
                 |  3-17 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-90 |25-50 |   5-28
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 17-30 |Silt loam, loam, |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  |95-100|80-95 |60-85 |25-40 |   5-20
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 30-69 |Clay loam, silty |CL           |A-6, A-7-6 |   0  |   0  |90-100|85-98 |75-95 |60-85 |30-50 |  12-30
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |



                 | 69-75 |Very parachannery|CL           |A-6, A-7-6 |   0  |   0  | 100  |98-100|95-100|85-100|38-50 |  16-22
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | extremely       |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 75-85 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MmoC3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Miami-----------|  0-6  |Clay loam--------|CL           |A-6        |   0  |   0  |95-100|92-100|75-95 |60-85 |30-40 |  10-22
                 |  6-31 |Clay loam, silty |CL           |A-6, A-7-6 | 0-1  | 0-5  |90-100|85-100|75-95 |55-85 |30-50 |  11-31
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 31-36 |Loam, fine sandy |CL, ML, SC,  |A-4, A-6   | 0-1  | 0-5  |90-98 |85-98 |65-95 |40-70 |15-37 |   3-22
                 |       | loam.           | SM          |           |      |      |      |      |      |      |      |
                 | 36-80 |Loam, fine sandy |CL, ML, SC,  |A-6, A-4   | 0-1  | 0-5  |90-98 |85-98 |65-90 |40-70 |15-30 |   3-15
                 |       | loam.           | SM          |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MnpC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Miami-----------|  0-7  |Silt loam--------|ML, CL, CL-ML|A-4, A-6   |   0  |   0  |95-100|92-100|85-100|75-90 |20-30 |   3-15
                 |  7-13 |Silty clay loam, |CL, CL-ML    |A-4, A-6   |   0  | 0-1  |95-100|92-100|85-98 |75-90 |25-55 |   5-35
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 13-31 |Clay loam, silty |CL           |A-6, A-7-6 | 0-1  | 0-5  |90-100|85-98 |75-95 |55-85 |30-50 |  11-31
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 31-36 |Loam, fine sandy |CL, ML, SC,  |A-4, A-6   | 0-1  | 0-5  |90-98 |85-98 |65-95 |40-70 |15-37 |   3-22
                 |       | loam.           | SM          |           |      |      |      |      |      |      |      |
                 | 36-80 |Loam, fine sandy |CL, ML, SC,  |A-6, A-4   | 0-1  | 0-5  |90-98 |85-98 |65-90 |40-70 |15-30 |   3-15
                 |       | loam.           | SM          |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
MnpD2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Miami-----------|  0-7  |Silt loam--------|ML, CL, CL-ML|A-4, A-6   |   0  |   0  |95-100|92-100|85-100|75-90 |20-30 |   3-15
                 |  7-13 |Silty clay loam, |CL, CL-ML    |A-4, A-6   |   0  | 0-1  |95-100|92-100|85-98 |75-90 |25-55 |   5-35
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 13-31 |Clay loam, silty |CL           |A-6, A-7-6 | 0-1  | 0-5  |90-100|85-98 |75-95 |55-85 |30-50 |  11-31
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 31-36 |Loam, fine sandy |CL, ML, SC,  |A-4, A-6   | 0-1  | 0-5  |90-98 |85-98 |65-95 |40-70 |15-37 |   3-22
                 |       | loam.           | SM          |           |      |      |      |      |      |      |      |
                 | 36-80 |Loam, fine sandy |CL, ML, SC,  |A-6, A-4   | 0-1  | 0-5  |90-98 |85-98 |65-90 |40-70 |15-30 |   3-15
                 |       | loam.           | SM          |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
NaaA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Nabb------------|  0-10 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |22-40 |   2-15
                 | 10-18 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |22-40 |   2-15
                 | 18-35 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|80-90 |25-45 |   5-25
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 35-76 |Silt loam, silty |CL, CL-ML    |A-6, A-7-6,|   0  |   0  |98-100|95-100|90-95 |70-85 |25-45 |   5-20
                 |       | clay loam.      |             | A-4       |      |      |      |      |      |      |      |
                 | 76-80 |Clay loam, loam--|CL           |A-4, A-6,  | 0-2  | 0-2  |90-100|85-95 |70-90 |55-70 |25-50 |   8-30
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
NaaB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Nabb------------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |22-40 |   2-15
                 |  7-13 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |22-40 |   2-15
                 | 13-33 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|80-90 |25-45 |   5-25
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 33-71 |Silt loam, silty |CL, CL-ML    |A-6, A-7-6,|   0  |   0  |98-100|95-100|90-95 |70-85 |25-45 |   5-20
                 |       | clay loam.      |             | A-4       |      |      |      |      |      |      |      |
                 | 71-80 |Clay loam, loam--|CL           |A-4, A-6,  | 0-2  | 0-2  |90-100|85-95 |70-90 |55-70 |25-50 |   8-30
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
NaaB3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Nabb------------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
                 |  7-13 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |23-40 |   3-15
                 | 13-33 |Silty clay loam, |CL, CL-ML    |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|80-90 |25-45 |   5-25
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 33-71 |Silt loam, silty |CL, CL-ML    |A-7-6, A-4,|   0  |   0  |98-100|95-100|90-95 |70-85 |25-45 |   5-20
                 |       | clay loam.      |             | A-6       |      |      |      |      |      |      |      |
                 | 71-80 |Clay loam, loam--|CL           |A-4, A-6,  | 0-1  | 0-1  |90-100|85-95 |70-90 |55-70 |25-50 |   8-30
                 |       |                 |             | A-7-6     |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
PbbB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Parke-----------|  0-11 |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |22-35 |   5-15
                 | 11-26 |Silty clay loam, |CL           |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |27-40 |   8-20
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 26-70 |Sandy clay loam, |CL, CL-ML,   |A-4, A-6   |   0  | 0-1  |98-100|95-100|75-95 |35-75 |24-34 |   7-12
                 |       | loam.           | SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
PbbC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Parke-----------|  0-7  |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |22-35 |   5-15
                 |  7-24 |Silty clay loam, |CL           |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |27-40 |   8-20
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 24-70 |Sandy clay loam, |CL, CL-ML,   |A-4, A-6   |   0  | 0-1  |98-100|95-100|75-95 |35-75 |24-34 |   7-12
                 |       | loam.           | SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
PbbC3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Parke-----------|  0-7  |Silt loam--------|CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |22-35 |   5-15
                 |  7-22 |Silty clay loam, |CL           |A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |27-40 |   8-20
                 |       | silt loam.      |             |           |      |      |      |      |      |      |      |
                 | 22-70 |Sandy clay loam, |CL, CL-ML,   |A-4, A-6   |   0  | 0-1  |98-100|95-100|75-95 |35-75 |24-34 |   7-12
                 |       | loam.           | SC, SC-SM   |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
PcrA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Pekin-----------|  0-8  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-100|15-30 |   3-12
                 |  8-29 |Silt loam, silty |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-100|24-38 |   5-18



                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 29-58 |Silt loam, silty |CL, CL-ML    |A-4, A-6   |   0  |   0  |95-100|90-100|80-100|65-95 |25-40 |   6-20
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 58-80 |Silt loam, silty |CL, ML, SC,  |A-2-4, A-2-|   0  |   0  |90-100|85-100|50-100|25-95 |15-38 |   3-18
                 |       | clay loam, loam,| SM          | 6, A-4, A-|      |      |      |      |      |      |      |
                 |       | sandy loam.     |             | 6         |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
PcrB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Pekin-----------|  0-6  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-100|15-30 |   3-12
                 |  6-29 |Silt loam, silty |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-100|24-38 |   5-18
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 29-67 |Silt loam, silty |CL, CL-ML    |A-4, A-6   |   0  |   0  |95-100|90-100|80-100|65-95 |25-40 |   6-20
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 67-80 |Silt loam, silty |CL, ML, SC,  |A-2-4, A-2-|   0  |   0  |90-100|85-100|50-100|25-95 |15-38 |   3-18
                 |       | clay loam, loam,| SM          | 6, A-4, A-|      |      |      |      |      |      |      |
                 |       | sandy loam.     |             | 6         |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
PcrC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Pekin-----------|  0-6  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-100|15-30 |   3-12
                 |  6-28 |Silt loam, silty |CL, CL-ML    |A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-100|24-38 |   5-18
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 28-67 |Silt loam, silty |CL, CL-ML    |A-4, A-6   |   0  |   0  |95-100|90-100|80-100|65-95 |25-40 |   6-20
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 67-80 |Silt loam, silty |CL, ML, SC,  |A-2-4, A-2-|   0  |   0  |90-100|85-100|50-100|25-95 |15-38 |   3-18
                 |       | clay loam, loam,| SM          | 6, A-4, A-|      |      |      |      |      |      |      |
                 |       | sandy loam.     |             | 6         |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
PhaA:            |       |                 |             |           |      |      |      |      |      |      |      |
 Peoga-----------|  0-8  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|70-90 |22-38 |   3-18
                 |  8-19 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|70-90 |22-38 |   3-18
                 | 19-36 |Silt loam, silty |CL           |A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-98 |24-42 |   7-22
                 |       | clay loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 36-76 |Silt loam, silty |CL           |A-4, A-6,  |   0  |   0  |98-100|95-100|80-100|55-95 |24-42 |   7-22
                 |       | clay loam, loam.|             | A-7-6     |      |      |      |      |      |      |      |
                 | 76-80 |Silt loam, silty |CL, CL-ML    |A-4, A-6,  |   0  |   0  |98-100|95-100|80-100|55-95 |22-42 |   5-22
                 |       | clay loam, loam.|             | A-7-6     |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
Pml:             |       |                 |             |           |      |      |      |      |      |      |      |
 Pits, quarry----|   --- |      ---        |     ---     |     ---   | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
RpuE2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Rohan-----------|  0-4  |Channery silt    |CL, GC, GC-  |A-4, A-6   | 0-5  | 0-10 |55-80 |50-75 |45-70 |35-65 |25-40 |   3-15
                 |       | loam.           | GM, ML      |           |      |      |      |      |      |      |      |
                 |  4-16 |Extremely        |GC, GC-GM, GM|A-1-b, A-2,| 0-10 | 0-15 |25-60 |25-55 |20-50 |15-40 |25-45 |   3-20
                 |       | channery silt   |             | A-6, A-7  |      |      |      |      |      |      |      |
                 |       | loam, very      |             |           |      |      |      |      |      |      |      |
                 |       | channery silty  |             |           |      |      |      |      |      |      |      |
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 16-26 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
RtcB2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Ryker-----------|  0-6  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|80-95 |22-40 |   1-17
                 |  6-10 |Silt loam--------|CL, CL-ML, ML|A-6, A-4   |   0  |   0  | 100  |98-100|95-100|85-95 |22-40 |   1-17
                 | 10-34 |Silty clay loam, |CL, CL-ML, ML|A-4, A-6,  |   0  |   0  | 100  | 100  |90-100|75-95 |23-48 |   3-28
                 |       | silt loam.      |             | A-7-6     |      |      |      |      |      |      |      |
                 | 34-63 |Silty clay loam, |CL           |A-4, A-6,  |   0  |   0  |85-100|80-100|70-95 |55-90 |24-48 |   8-27
                 |       | clay loam, loam.|             | A-7       |      |      |      |      |      |      |      |
                 | 63-80 |Silty clay, clay.|CH, CL       |A-7        | 0-2  | 0-5  |80-100|80-100|75-100|70-95 |44-75 |  19-48
                 |       |                 |             |           |      |      |      |      |      |      |      |
StaAH:           |       |                 |             |           |      |      |      |      |      |      |      |
 Steff-----------|  0-10 |Silt loam--------|CL, CL-ML, ML|A-6, A-4   |   0  |   0  | 100  |95-100|85-100|75-100|20-39 |   2-15
                 | 10-31 |Silt loam, silty |CL, CL-ML, ML|A-4, A-6   |   0  |   0  |95-100|95-100|85-100|75-100|25-50 |   3-25
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 31-60 |Stratified silt  |CL, ML, SC-  |A-6, A-2-4,|   0  |   0  |85-100|75-100|60-100|25-95 |15-38 |   2-15
                 |       | loam to loam to | SM, SM      | A-4       |      |      |      |      |      |      |      |
                 |       | sandy loam.     |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
StdAH:           |       |                 |             |           |      |      |      |      |      |      |      |
 Stendal---------|  0-11 |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |90-100|75-100|22-38 |   3-15
                 | 11-41 |Silt loam, silty |CL, CL-ML    |A-6, A-7-6,|   0  |   0  | 100  | 100  |90-100|80-100|25-50 |   5-24
                 |       | clay loam.      |             | A-4       |      |      |      |      |      |      |      |
                 | 41-60 |Stratified silt  |CL, CL-ML    |A-4, A-6,  |   0  |   0  |95-100|90-100|75-100|55-95 |25-50 |   5-24
                 |       | loam to silty   |             | A-7-6     |      |      |      |      |      |      |      |
                 |       | clay loam to    |             |           |      |      |      |      |      |      |      |
                 |       | loam.           |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
ThaC2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Trappist--------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |95-100|85-95 |20-35 |   2-14
                 |  7-24 |Silty clay, silty|CH, CL       |A-6, A-7   |   0  |   0  |95-100|95-100|90-100|85-95 |35-52 |  12-24
                 |       | clay loam,      |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 24-31 |Very parachannery|CH, CL       |A-6, A-7   |   0  |   0  |95-100|90-100|85-100|80-95 |35-52 |  12-22
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | extremely       |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay.     |             |           |      |      |      |      |      |      |      |
                 | 31-41 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |



ThaD2:           |       |                 |             |           |      |      |      |      |      |      |      |
 Trappist--------|  0-8  |Silt loam--------|CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  |95-100|90-100|85-95 |20-40 |   5-11
                 |  8-30 |Silty clay, silty|CL, ML       |A-6, A-7   |   0  |   0  |98-100|95-100|90-100|85-95 |32-48 |  10-20
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 30-36 |Silty clay,      |CL, ML       |A-6, A-7   |   0  | 0-5  |60-100|60-95 |60-95 |55-90 |32-48 |  10-20
                 |       | channery silty  |             |           |      |      |      |      |      |      |      |
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 36-40 |Unweathered      |             |           |   0  | ---  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
ThbC3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Trappist--------|  0-6  |Silty clay loam--|CL           |A-7-6, A-6 |   0  |   0  | 100  | 100  |95-100|85-95 |32-48 |  12-24
                 |  6-21 |Silty clay, silty|CH, CL       |A-6, A-7   |   0  |   0  |95-100|95-100|90-100|85-95 |35-52 |  12-24
                 |       | clay loam,      |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay,     |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam.|             |           |      |      |      |      |      |      |      |
                 | 21-24 |Very parachannery|CH, CL       |A-6, A-7   |   0  |   0  |95-100|90-100|85-100|80-95 |35-52 |  12-22
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | extremely       |             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay loam,|             |           |      |      |      |      |      |      |      |
                 |       | parachannery    |             |           |      |      |      |      |      |      |      |
                 |       | silty clay.     |             |           |      |      |      |      |      |      |      |
                 | 24-40 |Unweathered      |             |           | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
ThbD3:           |       |                 |             |           |      |      |      |      |      |      |      |
 Trappist--------|  0-6  |Silty clay loam--|CL, CL-ML, ML|A-7-6, A-6 |   0  |   0  | 100  |95-100|90-100|85-95 |22-48 |   3-24
                 |  6-20 |Silty clay, silty|CL, ML       |A-6, A-7   |   0  |   0  |98-100|95-100|90-100|85-95 |32-48 |  10-20
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 20-26 |Silty clay,      |CL, ML       |A-6, A-7   |   0  | 0-5  |60-100|60-95 |60-95 |55-90 |32-48 |  10-20
                 |       | channery silty  |             |           |      |      |      |      |      |      |      |
                 |       | clay loam.      |             |           |      |      |      |      |      |      |      |
                 | 26-30 |Unweathered      |             |           |   0  | ---  |   0  | ---  | ---  | ---  | 0-0  |   ---
                 |       | bedrock.        |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
W:               |       |                 |             |           |      |      |      |      |      |      |      |
 Water-----------|   --- |      ---        |     ---     |     ---   | ---  | ---  | ---  | ---  | ---  | ---  |  --- |   ---
                 |       |                 |             |           |      |      |      |      |      |      |      |
WaaAH:           |       |                 |             |           |      |      |      |      |      |      |      |
 Wakeland--------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4        |   0  |   0  | 100  | 100  |90-100|80-100|16-28 |   3-9
                 |  7-29 |Silt loam--------|CL, CL-ML, ML|A-4        |   0  |   0  | 100  | 100  |90-100|80-100|16-28 |   3-9
                 | 29-60 |Stratified silt  |CL, CL-ML, ML|A-4        |   0  |   0  | 100  | 100  |85-100|60-100|16-28 |   3-9
                 |       | loam to loam.   |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
WokAH:           |       |                 |             |           |      |      |      |      |      |      |      |
 Wilbur----------|  0-7  |Silt loam--------|CL, CL-ML, ML|A-4        |   0  |   0  | 100  | 100  |95-100|70-100|20-30 |   3-10
                 |  7-32 |Silt loam--------|CL, CL-ML, ML|A-4        |   0  |   0  | 100  | 100  |95-100|80-100|20-30 |   3-10
                 | 32-60 |Stratified silt  |CL, CL-ML, ML|A-4, A-6   |   0  |   0  | 100  | 100  |80-100|60-100|20-35 |   3-15
                 |       | loam to loam.   |             |           |      |      |      |      |      |      |      |
                 |       |                 |             |           |      |      |      |      |      |      |      |
_________________|_______|_________________|_____________|___________|______|______|______|______|______|______|______|_________


